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DATA FOR MATERIAL = 01121 

                                                                                                                 

**** MAPTIS NONMETALLIC SELECTION LIST DATA FOR MTRL CODE: 01121 **** 14-MAY-
01                                                     
                                                                                                                                    
    MTRL CODE: 
01121                                                                                                                
     USE TYPE: PLASTIC 
CORRUGATED                                                                                                   
  DESIGNATION: 
COROPLAST*                                                                                                           
  COMPOSITION: POLYPROPYLENE (PP) 
COPOLYMER                                                                                         
   GENERIC ID: DKCGAGXX   MFG SERVICE TEMPS IN AIR - MIN:           
MAX:                                                            

      *  COROPLAST IS A REGISTERED TRADEMARK OF CORPLAST 
INCORPORATED                                                               

 MANUFACTURER: COROPLAST 
INCORPORATED                                                                                               
                                                                                                                                    

BASIC 
PROPERTIES                                                                                                                    
                                                             SOURCE                                                                 
DATA SOURCE                                                  
DATE                                                                   
------------------------------------------------------------ 
---------                                                              
                                                                                                                                    

                                                                                                                                    
NO PROPERTIES FOUND FOR THIS 
MATERIAL                                                                                               

TOXICITY 
DATA                                                                                                                       
                            CHAMBER           SHUTTLE S            ISSA           
RUSSIAN                                           
                CUR SMP WGT  VOLUME   SHUTTLE  ML WGT S    ISSA  ML WGT R RUSSIAN  ML 
WGT                                           
TEST NR          NR   grams  liters R   ZT100     lbs R   ZT100     lbs R   ZT100     
lbs                                           
--------------- --- ------- ------- - ------- ------- - ------- ------- - ------- 
-------                                           
M103151-A             19.13    4.23 K       0 5000000 K       0 
5000000                                                             

THERMAL VACUUM STABILITY DATA NOT USED IN DATA 
EVALUATION                                                                           
                 CUR                     TEMP   TIME                     RML     TML  
SUBSTR                                        
TEST NR           NR  R   PRESS torr        C     hr     TML    CVCM     WVR   - RML  THK in  
SUBSTRATE MATERIAL                    
---------------  ---  --  -------------  ----  -----  ------  ------  ------  ------  ------  
--------------------                  
I400               1  A   1.0E-06         125     24    0.18    0.03    0.15    
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0.03                                                

TEST NR         T DESCRIPTION/
REMARK                                                                                                
--------------- - 
----------------------------------------------------------------------------------------------------              
I400            R NO TEST REPORT 
AVAILABLE                                                                                          

CURE 
DATA                                                                                                                           
                                                   TIME    TEMP   
PRESS                                                             
 NR    PH BLEND                               Q      hr       f    psia CURE 
NOTE                                                   
--- - --- ----------------------------------- - ------- ------- ------- 
----------------------------------------------------------  
  1     1                                            48     356    
14.7                                                             

Return to previous Nonmetallic Material select page 
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